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We have carried out extensive high-resolution angle-resolved photoemission (ARPES) experiments on
Bi,Sr,CaCu,0g, s samples, covering the entire doping range from the overdoped to the optimally and under-
doped regimes in the normal state. Our focus is on delineating the doping dependence of the bilayer splitting
which is associated with the intracell coupling of electrons between the two CuO, planes. We exploit the
photon energy of 47 eV, where strong ARPES matrix element effects are found to provide a tremendous
enhancement of the antibonding to bonding component of the bilayer split bands near (7r,0), in good agree-
ment with the predictions of corresponding first-principles simulations. Our detailed analysis indicates that the
size of the bilayer splitting is only weakly dependent on the doping level, implying that electronic excitations
continue to maintain some degree of coherence even in the underdoped regime.
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I. INTRODUCTION

The fundamental building blocks of all known high-T,
cuprate superconductors are sheets of CuO, planes separated
by avariety of rocksalt layers, which are believed to stabilize
the structure and provide carriers for doping the CuO,
planes. The layered nature of the structure induces a large
anisotropy in many physical properties, such as the in-plane
to out-of-plane resistivity ratio p, ,/p. and its temperature
dependence pa,b),c(T) .12 A central issue has been whether
electrons sample the three-dimensional structure in these ma-
terials, or whether they become confined to the two-
dimensional (2D) CuO, sheets or bilayers. In this connection,
a variety of exotic scenarios such as spin-charge separation,’
Luttinger liquid,* and others® have been proposed, where in-
plane quasiparticles (coherent behavior) cease to exist as
low-dimensional states are formed. It is clear that an under-
standing of the in-plane as well as out-of-plane coherence of
electronic states in the cuprates has wide-ranging and funda-
mental implications.

In the generic doping phase diagram of cuprates, it has
long been thought that the physics near the heavily over-
doped side should mimic a normal three-dimensional Fermi
liquid as correlation and confinement effects are reduced. In
contrast, on the underdoped side, correlation effects are ex-
pected to grow as one approaches the undoped parent com-
pounds, which are known to be Mott insulators. For ex-
ample, strong correlations may vyield the exotic
pseudogapped *‘ non-Fermi-liquid” ground state in the under-
doped regime (for a review, see Refs. 6 and 7). These two
regimes are presumably bridged by some sort of a dimen-
sional crossover or perhaps by the intervention of a phase
transition. In the former case, the 3D physics observed at
high doping and/or low temperatures crosses over to a 2D
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correlated electron state in the underdoped regime.®

A significant advance was made recently by angle-
resolved photoemission (ARPES) experiments on the heavily
overdoped bilayer cuprates Bi,Sr,CaCu,Og, 5 (Bi2212 or
BSCCO), which showed for the first time the existence of the
normal state c-axis intracell coupling;*° see also Refs. 11
and 12. This coupling manifests itself as the splitting of a
CuO, plane-related state near the Fermi energy Eg into a
pair of bonding (B) and antibonding (A) combinations of
levels associated with the CuO, bilayer. The observation of
this splitting indicates that electronic states are coherent
along the c axis at least to the distance between CuO, bilay-
ers (3.2 A). Although the value of the intracell coupling de-
duced from ARPES experiments, t, ~55 meV, is smaller
than band theory predictions by a factor of about 3, never-
theless, its presence is generaly in accord with the expecta-
tion of a Fermi-liquid-like behavior in the overdoped system.

While there now appears to be a consensus on the exis-
tence of bilayer splitting in overdoped samples, there is
much confusion about whether it exists in optimal or under-
doped samples.

Primarily through a comparison of single-layer and bi-
layer BSCCO as well as some photon energy-dependent
studies, Feng et al. have argued that the bilayer splitting does
persist to low dopings.® Their data on these samples were,
however, limited to the (#,0) point of the Brillouin zone
where superstructure effects are an important complication.
The Dresden group has used Pb doped Bi2212 samples to
remove the superstructure and aso observe the bilayer
splitting.?® In contrast, a more recent temperature-
dependent ARPES study of Bi2212 by Kaminski et al.* re-
ports that bilayer splitting cannot be observed in overdoped
samples at high temperatures (above 250 K) or in optimally
doped samples in the normal state (100—-350 K). They argue

©2004 The American Physical Society



Y.-D. CHUANG et al.

that this implies the absence of both in-plane as well as out-
of-plane coherence at low doping or high temperature, pro-
posing the existence of a new phase diagram with a cross-
over between these two regimes. We have readdressed this
issue over a wider range of k space and by exploiting the
tremendous theoretically predicted selectivity of the photon-
energy-dependent ARPES matrix element which accentuates
different components of the bilayer split bands.® An impor-
tant qualitative result is that we continue to observe effects of
the bilayer splitting well into the underdoped regime, similar
to Refs. 15,12 and 13 but in contrast to Ref. 14. In addition,
we make the first estimates of the interlayer coupling param-
eter t, as a function of doping, arriving at the surprising
conclusion that this parameter is roughly doping indepen-
dent.

. EXPERIMENT

High-resolution ARPES experiments were performed on
the bilayer cuprate Bi,Sr,CaCu,Og, 5 Over a wide range of
oxygen concentrations, which included heavily overdoped
(OD, T,=55K), optimally doped (OpD, T.=91 K), and
underdoped (UD, T.= 78 K) samples. Various doping levels
were achieved via high-temperature annealing: the OD
samples with a T of 55 K were obtained by annealing as-
grown crystals a T=400°C under a pressurized
(=1000 atm) oxygen atmosphere, OpD sampleswith a T of
91 K by annealing at T=700°C in air, and UD samples with
aT. of 78 K by annealing in a reduced oxygen atmosphere
(argon/100 ppm oxygen) at T=400°C. All transition tem-
peratures were determined by using a superconducting quan-
tum interference device magnetometer.

Most of the experiments were carried out at the Advanced
Light Source (ALS), Berkeley, using the Scienta 200
(SES200) endstation at the undulator beamline 10.0.1., with
portions performed at the Synchrotron Radiation Center,
Stoughton, WI, and at the Stanford Synchrotron Radiation
Laboratory, Stanford, CA. The combined photon and elec-
tron energy resolution was about 15 meV, determined by the
10-90% width of the Fermi edge of a low-temperature gold
film. The data were obtained in the angle mode with an an-
gular resolution of ~=*0.16°; with this angle mode, the
spectrawithin = 7° emission angle could be collected simul-
taneoudly. At 47 eV, the converted momentum resolution is
Ak~ =*0.017/a, where the lattice constant a~3.85 A. In
order to access emission from different (k,,k,) regions of
the Brillouin zone, the analyzer was rotated along the direc-
tion perpendicular to the incoming photon beam, keeping the
sample position fixed. The angle between the central axis of
the analyzer and the incoming photon beam was 83° and the
photon polarization was mostly in plane. All data shown in
this paper have been taken in the normal state: the tempera-
ture was 80 K for OD samples and 100 K for OpD and UD
samples. The original spectra were only normalized by using
the spectral weight in the energy range 50—250 meV above
Er, which is expected to be isotropic.
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FIG. 1. (Color online) Calculated photon energy dependence of
the cross sections for the bonding (B) and antibonding (A) bands at

(7r,0) in tetragonal Bi2212.

1. RESULTS AND DISCUSSION

A key to resolving the bilayer splitting is to exploit the
remarkable selectivity displayed by the ARPES matrix ele-
ment in coupling to the individual bands as a function of the
energy and polarization of the incident light, even when
these bands are placed closely in energy.’® Figure 1, which
shows the computed photointensity as a function of photon
energy for the bonding (B) and antibonding (A) levels (re-
sulting from the bilayer splitting effect) at the (#,0) (or M)
point in the Brillouin zone, is particularly germane in this
connection. Large variations in intensity predicted between
the A and B bands in Fig. 1 serve to guide the measurements
in that the photon energy can be tuned to discriminate be-
tween A- and B-related features in the spectra.’’

The ARPES work on Bi2212 has historically tended to
focus on photon energies around 22 eV, athough other ener-
gies are drawing an increasing interest. However, results of
Fig. 1 indicate that in the 22 eV region, despite some differ-
ences, the B and A bands possess similar ARPES cross-
sections. On the other hand, Fig. 1 shows that there is a
special energy, namely, 47 eV, where the intrinsic intensity of
the A band is very high while that of the B band is low. We
have used this tremendous predicted enhancement of the A to
B features at 47 €V to help deconvolute the contributions of
these two bands in Bi2212, even in the underdoped samples,
where the intrinsic broadening of spectral peaks tends to
mask the effect of splitting.

Figure 2 shows experimental spectra as a function of mo-
mentum k, and binding energy for three different doping
levels (OD, OpD, and UD) at two different photon energies
(22 eV and 47 eV). Note that k, here refers to the (r,0)
— (7, ) line (the M-X line, so that k, is held fixed at 7/a).
For reference, panel (g) also shows schematic plots of the
Fermi surface (FS's) associated with the B and A bands as
red and black curves. False color images of the spectra are
shown in panels (a)—(f), with the three left-hand panels mea-
sured with 22 eV photons and the right-hand ones with 47 eV
photons. The momentum space location of these cuts is in-
dicated by the green line in panel (g). Two sets of represen-
tative 1D cuts through the 2D spectral distributions of (a)—(f)
are shown in panels (h)—(m) and give further insight into the
nature of the spectra. Panels (h), (j), and (I) give intensity as
a function of binding energy at k,=0 [i.e., along the hori-
zontal white lines in (a)—(f)] and are the standard energy
distribution curves (EDC'’s) at M. Panéls (i), (k), and (m)
give intensity as a function of k, for zero binding energy
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FIG. 2. (Color online) (a)—(f) ARPES spectra as a function of
energy and momentum are shown with a false color intensity scale
for two different photon energies (22 eV and 47 eV) and three
different doping levels (OD, OpD, and UD). Momentum Kk, is along
the (m,— m)-(m,7) line. (g) A Fermi-surface plot indicating the
location of the data cuts (green lines). Superlattice replica bands are
not shown. Shading near (0,7) indicates the uncertainty in locating
the FS. (h),(j),(I) EDC's at the (0,7r) point, scaled such that the low
binding-energy structures possess a similar intensity. (i),(k),(m)
MDC'sat E¢ . Red curves are 22 eV data and blue curves are 47 eV
data.

[i.e., dlong the white dashed vertical linesin (a)—(f)] and are
the standard momentum distribution curves (MDC's) at Ef.

Looking at Fig. 2(a) for the OD sample at 22 eV, the
presence of two bands labeled A (for antibonding) and B (for
bonding) is very clear. Here, we are making the implicit as-
sumption that these experimental A and B bands correspond
to the theoretical bilayer-split A and B bands discussed in
connection with Fig. 1; we will return to this point later.
Consistent with the spectrum of Fig. 2(a), peaks A and B are
seeninthe 22 eV EDC in Fig. 2(h) (red curve). Similarly, the
red MDC in panel (i) displays symmetrically placed peaks B
at ky~=0.27/a, and there is weight between ~ +0.17/a,
which should be due to the A bands. The very flat dispersion
of this band broadens these MDC peaks, with the dlight
asymmetry in amplitude being due to superstructure effects
(to be discussed in detail later) as well as some possible
matrix element effects. Additional insight is provided by the
spectra at the complementary photon energy of 47 eV. As
already pointed out, this photon energy is expected to en-
hance the A band relative to the B band. That this is indeed
the case is well demonstrated for the OD sample by compar-
ing the 22 eV and 47 eV spectrain panels (a) and (b). The 47
eV (blue curves) EDC in panel (h) as well as the MDC in
panel (i) are completely dominated by the A band while the
signal from the B band is barely detectable. Notably, by com-
paring the red and blue curves in panels (h) and (i), the line
shape and the energy/momentum position of the A band is
seen to be unchanged with photon energy within experimen-
tal uncertainty, though the absolute intensities are of course

PHYSICAL REVIEW B 69, 094515 (2004)

energy dependent due to matrix element effects. This obser-
vation is important in obtaining a unique decomposition of
the spectra into contributions from A and B bands.

Turning to the OpD and UD spectraat 22 €V in Fig. 2, in
contrast to the OD casg, it is difficult to see the presence of
two well-separated bands. The EDC's and MDC's at 22 eV
(red curves) in panels (j)—(m) appear relatively featureless
compared to the OD data. Nevertheless, similar to what we
have observed in the OD panels (a) and (b), the 47 eV im-
agesin panel (d) and (f) show alarger concentration of spec-
tral weight near E¢ than do the 22 eV imagesin (c) and (e).
This is seen more clearly in the EDC'’s in panels (j) and (1),
which show a sharper and lower-energy feature at 47 eV
(blue) than at 22 eV (red). These results suggest that the OpD
and UD spectra may be viewed as consisting of A- and
B-like components, where these features have been broad-
ened due to various mechanisms'® such that their intrinsic
widths in energy/momentum become comparable to the scale
of the bilayer splitting. If so, the 47 eV data will be expected
to contain mainly the spectral weight from the A band, while
the 22 eV data show additional weight from the B band
inducing a strong modification of the line shape. The MDCs
at Eg in panels (k) and (m) tell a similar story—the 47 eV
data is more concentrated around k,~ 0.0, presumably from
the A band, while the 22 eV data extends farther out in k
space because it contains spectral weight from the B band as
well.

Figure 3 shows integrated spectral weights over a
binding-energy window of =10 meV around E over alarge

portion of the (k,,k,) plane centered at (0,) (M). Loci of
high intensity in Fig. 3 map the FS topology, effects of

IZ-dependent matrix elements notwithstanding. Panels (a)—(f)
of Fig. 3 are arranged paralel to those of Fig. 2 in that the
left column refers to 22 eV and the right one to 47 eV. The
top, middle, and the bottom rows give data for the OD, OpD,
and the UD samples, respectively. Panel (g) would help ori-
ent the reader as it indicates the (k,,ky) region involved in
various measurements by the white box, along with sche-
matic A and B FS's and a few of the replicas due to super-
lattice modulation. The black lines refer to the A FS's and red
lines to the B FS's, and the associated FS replicas'® are given
by thin lines. Note that we do not close the A FS near the
(0,7r) point due to an uncertainty in the direction of curva-
ture there, and since the intensity of the A band is dominant
a 47 eV, only its superlattice replicas are shown in this
panel. The full set of replica FS'sis shown in panel (h).

As in Fig. 2, the bilayer splitting effect is most clearly
seen in panel (a) of Fig. 3 (OD, 22 eV), where we see the
FS's arising from band A (overlaid with thick black curves)
and band B (overlaid with thick red curves) and some of the
related superstructure replicas (thin black lines). Also, simi-
lar to Fig. 2, the 47 eV data in panel (b) (OD) almost exclu-
sively shows the FS of A band with much of the spectral
weight concentrated near the (0,7) region. In fact, our the-
oretical simulations indicate that the matrix elements at 47
eV favor the second zone. A comparison of panels (a) and (b)
shows this effect in the experimenta spectra where we see
the high-intensity region in (b) shifted vertically to higher
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FIG. 3. (Color online) (a)—(f) Integrated spectral weight over a
(—10 meV,10 meV) binding-energy window at 22 eV (left) and 47
eV (right) for three doping levels. The data boxes cover the white
portion of the Brillouin zone in panel (g), which is centered around
the M or (0,7r) point. In this plot, the FS from A band is shown in
red and from B band in black, along with afew replica pieces of the
FS. (h) Covers the same Brillouin-zone location and includes all
main and first-order replica bands.

momenta above the (0,7) point; a similar behavior aso
shows up in panels (d) and (f) at 47 eV, leaving aside effects
of changes in the hole doping levels. On the other hand,
panels (c) and (e) at 22 eV more clearly show the standard
holelike FS originating from band B. We should also keep in
mind that at both 22 eV and 47 eV, the secondary features
arising from various modulations (superlattice, orthorhombic
distortion, etc.) are observed to be relatively weak compared
to the intensity of the primary features originating in the
underlying tetragonal CuO, bands A and B. Further, they can
be mostly well tracked in the experimental data.

The preceding discussion of Figs. 2 and 3 leaves little
doubt that there are remarkable similarities between the OD,
OpD, and UD samples, insofar as changes in spectra
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weights between 22 eV and 47 eV are concerned, and that
these changes are in qualitative agreement with the theoreti-
cal predictions of Fig. 1.2 These results, taken as a whole,
strongly suggest that the data are well described by a com-
mon underlying mechanism at all doping levels, namely, the
bilayer splitting effect. Other more exotic explanations may
be possible, especialy for the underdoped system, but one
would argue for the simplest one in terms of the conventional
bilayer splitting. If so, it follows that there must be some
coherent coupling between the adjacent CuO, sheets even in
the quite heavily underdoped samples.

Our analysis of the spectra of Figs. 2 and 3 has so far been
based only on the raw data without invoking any fitting or
modeling. A more quantitative determination of the bilayer
splitting and the dispersion of bands A and B can however be
made via a simple fitting procedure. In regions of large dis-
persion, MDC's tend to provide a better fit (often for bands
near E¢), while in regions of slow dispersion (e.g., near the
bottom of the band), the EDC's tend to be generally better
suited. In any event, only those portions of the spectra should
be fitted which are not close to features arising from super-
lattice and other effects, so that the associated contamination
of the spectrais minimal.

The spectrum of the OD sample at 22 eV [Fig. 2(a)],
which shows well-resolved A and B bands near the (0,7)
point, is the simplest to fit. The increased broadening of the
peaks in the optimal and especialy the underdoped samples
can make the fitting process much more uncertain. However,
we have found that, under favorable conditions of photon
energy and polarization, these two bands can nevertheless be
resolved for al three doping levels in certain regions of the
Brillouin zone. Here we focus on a cut in the second Bril-
louin zone around k= 1.277/a at 47 eV, which is indicated
by the green rectangular box in Fig. 3(h). This cut is inter-
esting because it contains the region of Fig. 3(h) circled in
white, which contains no replica FS's and in which the bi-
layer splitting should still be finite. MDC's at Er aong this
cut for the three doping levels are shown in Fig. 4(a)-4(c).
The left-hand side of the spectra (with negative k,) are con-
taminated by superstructure bands, and were therefore not
analyzed in detail. In particular, the extra intensity of this
structure is due to the superposition of the main bands with
multiple superstructure bands, including very high-intensity
ones originating from near (7r,0). The right-hand side of the
spectra, centered around k,~0.27/a, is relatively free of
such secondary effects and yet shows asymmetric peaks
which cannot be fitted by a single functional form, but is
well described by two Lorentzians (marked by A and B) on
top of a linear background (the dotted lines). We emphasize
that the ARPES matrix element displays quite strong k
dependencies—see, for example, Figs. 3(a2)—3(c2) of Bansil
and Lindroos.*® For this reason, we should not expect the
results of Fig. 1 [computed at the (7,0) point] to apply at
other k points such as those of Figs. 4(a)—4(c), where the
relative intensities of the A and B features are seen to be
generally comparable.

If the MDC’s show the bilayer splitting, one would expect
to see this effect in the EDC's as well. Figures 4(d) and 4(e)
are illustrative in this regard. The OD sample in panel (d)
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FIG. 4. Normal-state 47 eV data and corresponding fits from a
cut at ky=1.277 [green horizontal box of Fig. 3(h)]. The fitted
region is shown by the white circle in Fig. 3(h), which only contains
the primary A and B bands. (a)—(c) Overlays of MDC's at E with
fitted curves. (d),(e): Overlays of EDC's at (0.17,1.277) with fitted
curves. Open circles are the data, dashed lines are the associated
Lorentzian peaks, dotted lines are the backgrounds, and solid lines
are the overall fitting results. (f)—(h) Overlays of the centroids from
EDC's (open circles) and MDC's (closed circles) with parabolic fits
(solid lines).

clearly has a complicated line shape which cannot be fit with
a single peak. It is highly reminiscent of the peak-dip-hump
structure observed in the superconducting state and which is
supposed to be due to strong-coupling effects.?® The current
data, however, are in the normal state where this structure is
not supposed to exist. The current normal-state spectrum is
simply characterized by a deconvolution into two peaks on
top of alinear background, as shown in Fig. 4(d) (the com-
bined spectrum was also multiplied by a Fermi-Dirac func-
tion). The OpD sample in panel (e) is aso poorly fit with a
single peak due to the abrupt change in slope around a bind-
ing energy of ~200 meV. This again supports the scenario
of two underlying features, although the uncertainty in deter-
mining peak positions becomes larger. We do not consider a
similar EDC (i.e., for k,=0) for the UD sample since in that
case the line shape is substantially broadened and the fitting
procedure breaks down, so other cuts must be employed.
Our overall results of fitting various spectra for the three
doping levels considered are compiled in Figs. 4(f)—4(h),
where each set corresponds to about 20 independent fits of
the type shown in panels (a)—(e). The peak centroids based
on the EDC's are given by open circles, while those based on
the MDC's are shown by filled circles. In either case, the
error bars are indicated to show the quality of fits. The solid
lines are quadratic fits which include the results of both the
EDC's and the MDC'’s. We note that there are no obvious
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dispersion “*kinks’ present in this normal-state data, in con-
trast to that seen along the node in recent experiments.?
However, our recent study focusing on this issue®® indicates
that the kinks observed near (0,7) are of a different nature
than the nodal kinks, and these (0,77) kinks are only ob-
served in the superconducting SC state. This lack of a kink
means that there is no sharp frequency dependence to the
self-energy which may shift the EDC peak positions signifi-
cantly. This is consistent with the observation that the EDC
and MDC peaks fall roughly on the same parabolic band.

In practice, we first fitted the lower binding-energy anti-
bonding band A in the OD sample with a parabola and then
shifted this parabola in energy to match the higher binding-
energy bonding band B. Once the energy separation between
these two parabolas was determined [~70 meV at the mo-
mentum space location (k,,ky)~(0.157,1.277) for OD
sample], we used these same parabolas (with their separation
left unchanged) in analyzing the OpD and UD data, except
for arigid shift of both parabolas to account for the effect of
doping (a shift of 30 meV was used in going from OD to
OpD and of another 10 meV from OpD to UD). It is surpris-
ing that this simple procedure results in such impressive fits.
It is even more surprising perhaps to see a very inert re-
sponse in the size of the splitting with respect to doping. The
intracell coupling t, asafunction of k has been theoretically
parametrized as A (k)= 0.5t L[cos(kxa)—cos(kya)]z, which is
zero along the nodal lines and maximal at the (7r,0) points.?*
Using this simple formula to extrapolate the current data to
(7r,0) we get a maximum splitting of 1148 meV or at,
~(57x4) meV, using the 47 eV data. The 22 eV data (not
shown) give an estimate of t, =54 meV. These values arein
excellent agreement with our previous estimate of 55 meV
obtained using 25 eV data.®

We emphasize that the aforementioned parameter t, de-
scribes intracell hopping between adjacent CuO, layers in
the same unit cell, and should be distinguished from the in-
tercell hopping t| between CuO, planes in different unit
cells. Since the two hopping processes are in series, intrinsic
resistivity p. will be dominated by t; , which is the much
smaller of the two. In terms of band structure, t, controls
bilayer splitting, while t| manifests itself via the more deli-
cate c-axis dispersion of bands and is thus accessible in prin-
ciple to ARPES experiments, athough such a measurement
has to date not been reported.

This study provides some insight into the doping depen-
dencies of the resistivities p,, and p. and the nature of hop-
ping parameterst, andt| in Bi2212. Asiswell known, both
pap and p. are metallic in overdoped Bi2212, but in the
underdoped regime p. becomes insulating while p,, remains
metallic. These transport results have been widely taken to
imply an increased 2D confinement of electrons with under-
doping, whereas we find the bilayer splitting to remain at
least partially coherent in the underdoped regime. The be-
havior of the underdoped system may nevertheless be under-
stood by considering the case t, =T'.>t| , where T'; is a
broadening parameter (scattering rate) which describes the
decoherence of states. We could then have (partialy) coher-
ent bilayer splitting (duetot, =T".), combined with incoher-
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ent c-axis conductivity (due to I';>t]), explaining both the
transport data and the present ARPES results.>® In any event,
the mere observation of bilayer coupling in the optimal and
underdoped regime indicates that the normal-state electronic
excitations in these samples maintain some degree of coher-
ence, even though they have widely been regarded as non-
quasiparticle-like, or completely incoherent. Loss of coher-
ence would thus appear to be a gradual process, occurring
first in c-axis transport, then in bilayer splitting, and finally
in in-plane transport. This conclusion is consistent with re-
cent transport studies which indicate that individua bilayers
in YBCO (Yttrium barium copper oxide) remain coherent
across the metal-insulator transition.?® Certainly the nature of
the electronic excitations in the underdoped cuprates will
remain atopic of intense discussion for a good time to come.
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